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A flameless method for the synthesis of nanoparticles at room temperature by coalescence of aero-
solized droplets inducing a spontaneous chemical reaction between precursors is presented. The pro-
cess is tested for the production of magnesium hydroxide nanoparticles at room temperature with an
experimental setup based on pneumatic atomizers, condense collectors, mixers and a scrubber sepa-
rator quenching the process of nanoparticle aggregation and collecting the final product in an aqueous
dispersion recycled to the spray tower by a closed pressurized circuit. The solid phase is characterized
for shape and composition by field emission scanning electron microscopy and for dimension by dy-
namic light scattering, with average diameters in a range of 29—62 nm. It is shown that the quality of
the final product is affected by the volume of the reaction chamber and the concentration of the re-
agents in the aerosolized droplets. The process does not require the use of capping agents and/or sur-
factants aiming at damping particles aggregation and it allow obtaining an uncontaminated product
whose composition makes it particularly attractive for specific applications where a high purity is
needed, like biochemistry, pharmaceutics and theranostics. The mild operating conditions, the low
energy demand and relatively low cost of the required equipment allow including this technique in the
context of green, inherent safer and sustainable processes for nanoparticles synthesis.

© 2026 The Author(s). This is an open access article under the CC BY license (http://creativecommons.

org/licenses/by/4.0/).

1. Introduction

The methods adopted for inorganic nanoparticles (NPs) syn-
thesis rely upon a wide variety of processes, generally carried out
in liquid phase for different reasons, including an easy control of
the final product and its spatial confinement [1]. Very often, these
techniques are implemented only on a laboratory scale, namely
they are limited to a research area rather than transferred to a
well-established industrial production. The methods adopted for
NPs synthesis are generally based on a combination of chemical
and physical process whose energy transfer is based on thermal
dissociation [2], electromagnetic radiation, cold plasma and on
differences in electrochemical and redox reactions [3]. The latter
are particularly important in bottom-up metal NPs synthesis, a
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technique that frequently implies hazardous reagents character-
ized by inherent toxic, corrosive and/or flammable properties [4].
Well-known examples include zerovalent NPs synthesis in
aqueous solvents, where reducing agents such as sodium boro-
hydride or hydrazonium compounds are used [5].

Reverse-micelle and emulsion methods [6] merit an extra
mention, as they rely upon a mechanism of local spatial confine-
ment of reaction volumes, actually making the synthesis occur in a
segregated ensemble of microreactors having the dimension of a
single micelle, thus damping the aggregation between different
reaction domains [7]. Likewise, biological processes are success-
fully developing [8], thanks to their environmental soundness and
economicity [9] and recently woody biomass-derived organosolv
lignin nanoparticles were synthesized via a simple and facile anti-
solvent nanoprecipitation technique and used for the fabrication
of ultrafiltration nanocomposite membrane [10].

Aerosol-based processes for NPs synthesis belong to a field
more closely related to large-scale production and they include
aerosolized flame processes [11], flameless thermal dissociation of
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aerosolized precursors, plasma/laser synthesis and chemical syn-
thesis by mechanically/electrically driven coalescence, as indi-
cated in the scheme reported in Fig. 1.

In vapor-aerosol flame synthesis (VAFS), a gas stream carrying a
precursor in gaseous state or in fine liquid droplets is fed at the
inlet of a burner together with gaseous combustible and com-
burent streams [12]. A high temperature produced by a flame front
triggers a pyrolysis of the precursor with formation of nanosized
powders [13]. Basic parameters of this technique are the flame
temperature, the combustion regime with its fluid dynamics, the
residence time inside the burner and the matching of the following
flame quenching by which the particle size growth is finally
stopped [14]. This process, initially focused on the production of
carbon black, is nowadays a cornerstone for the industrial syn-
thesis of inorganic nanopowders having great thermal stability,
like SiO, [15], TiO, [16], Al,03 [17] and SnO- [18]. Additionally, the
use of reducing flames in aerosolized flame NPs synthesis proved
to be suitable for the preparation of metal NPs thanks to a bene-
ficial effect in damping the surface oxidation for the realization of
carbon—metal and metal—ceramic nanocomposites.

The flameless thermal dissociation of precursors contained in
aerosols is essentially based on two consecutive stages [19]. In the
former, a precursor dispersed in a solvent is aerosolized in a gas
stream. In the latter, the precursors are subject to a chemical
dissociation together with other physical processes, like solvent
evaporation, leading to the formation of the relevant NPs. A typical
example of this technique is spray pyrolysis, where the NPs syn-
thesis may occur even in the absence of solvents, as in the pro-
duction of zerovalent Ni NPs and nanowires from thermal
dissociation of the corresponding carbonyl Ni(CO)4, previously
dispersed in a gaseous stream [20]. In the production of molecular
sieves, a precursor made of a mixture of organo-metallic com-
pounds containing Si and Ti is nebulized and further dried in a
quartz tube at 200 °C [21].

In plasma- or laser-assisted synthesis processes, a ionized gas
stream acts on a precursor dispersed in droplets, thus determining
a chemical reaction in the precursor triggering a NPs synthesis,
followed by a gas quenching to stop a further particle aggregation.
In thermal plasmas, where the electrons are in thermal equilib-
rium with nuclei, the aerosolized precursor undergoes dissociation
by means of an electric arc, as in plasma spray synthesis (PSS),
generally carried out by suitable nozzles equipped with an arc
discharge chamber. With this technique, refractory powders and
even metal NPs have been obtained, thanks to its versatility and its
possibility of using inert gases as carriers, thus damping metal
oxidation. In cold plasma synthesis, an electrical discharge at high
voltage and low current intensity is used. An example is surface
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Fig. 1. Scheme of different aerosol techniques adopted in NPs synthesis.

dielectric barrier discharge processes (SDBD), where an aero-
solized precursor crosses an array of silent discharge electrodes.
Good temperature control allows obtaining organic NPs hindering
their thermolysis [22].

In chemical synthesis by mechanically/electrically driven coa-
lescence, droplets containing precursors are formed by electro-
dynamic or pneumatic atomization of liquid phases whose further
coalescence is induced by mechanical action or by the presence of
an electric field, producing a mixing and a chemical reaction
leading to NPs formation [23]. A variant of this technique, based on
a reaction between an aerosolized phase and a liquid, proved to be
advantageous to realize monodisperse Au NPs at mild operating
conditions [24].

Except for the last synthesis technique, all other methods imply
demanding operative conditions in terms of energy consumption,
process and occupational risk and environmental impact.

As recently highlighted, the preferred order of consideration of
risk-reduction measures (ranking from most to least effective) is
inherently safer design (ISD), passive engineered, active engi-
neered and management [25]. Consequently, in order to overcome
the above-mentioned limitations, technological innovation in the
production process should follow the ISD concepts, introducing
intrinsic changes at the process conceptualization phase by a
quantitative comparison of different conceptual design solutions
[26] to eliminate the hazards, or dramatically reduce their impact,
thus obtaining more reliable and easier to operate plants. Even
though this approach dates back to the Eighties, currently it rep-
resents common sense in the process sector, while its adoption is
not common practice in NPs production plants. Process design
evidencing the attainment of lower hazards and lower re-
quirements for providing layers of protection were proposed only
in the last years [27].

The present study is fully in line with ISD broad framework, as
it proposes a NPs synthesis process at room temperature based on
a spontaneous chemical reaction between pneumatically aero-
solized phases, each of them containing a precursor, whose
droplets are made to coalesce at atmospheric pressure by simple
mixing in the absence of a force field imposed by an external
operator, using air as carrier gas. The NPs are collected in a liquid
phase by crossing a countercurrent spray curtain produced by a
sequence of nozzles located in a scrubber. Notably, the here-
presented process and plant operate at attenuated conditions in
terms of T and P, avoid the use of hazardous auxiliaries and sol-
vents for the synthesis and minimize the reaction steps as well.
These tricks allow circumventing the drawbacks related to a
multistep process and derivatization, generally connected with an
intensive use of chemical reagents which often decrease the
overall atomic efficiency of the process [28].

This process, differing from previous ultrasonic aerosol-
assisted synthesis methods [29], has been tested in the synthe-
sis of Mg(OH), NPs, owing to its easy formation at room tem-
perature and its very low toxicity. This compound proved to be an
efficient flame retardant [30], a nanosorbent for environmental
decontamination [31], an effective storage material [32], a
nanocarrier for drug delivery [33] and a nanofiller for bone
scaffolds [34]. Mg(OH), may act as a valid substrate in the pho-
tocatalytic water splitting for the production of hydrogen by
visible light [35], thus representing an economically appealing
alternative to other emerging photocatalytic techniques [36].
Moreover, Mg(OH), can be considered as a source material for the
preparation of nanosized MgO and its composites, having good
performances in heavy metal removal [37], removal of fluoride
from wastewater when loaded on the surface of aeolian sand
[38], in CO, capture [39] and in low-temperature catalytic con-
version of CO [40].
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A very exhaustive discussion on the synthesis and application
of nanostructured Mg(OH), can be found in the review paper of
Balducci et al. [41].

In the proposed process, the only required energy contributions
are those pertaining to the aerosol formation and to the scrubber
functioning, thanks to a synthesis carried out at room tempera-
ture. This is one of the main aspects making the difference be-
tween the present technique and the other aerosol-based methods
reported in past literature. The remainder of the paper is divided as
follows. In Section 2, the experimental apparatus is described
together with all the relevant operating conditions. In Section 3,
the results are discussed, and the NPs are characterized according
to the techniques described in the previous section. In Section 4,
the main research challenges are outlined and conclusions are
drawn in view of future applications of the designed process.

2. Materials and Methods
2.1. Chemicals

Magnesium sulfate (MgSO4, 99.5%, Sigma-Aldrich, Milano,
Italy), sodium hydroxide (NaOH, 99%, La Farmochimica, Genova,
Italy) have been used as purchased. In the experimental campaign
here adopted, these chemicals have been dissolved in bidistilled
water at concentrations of 0.01 and 0.02 mol-L~! for MgSO4 and
0.02, 0.04 mol-L~! for NaOH, in order to match the stoichiometry
of the following reaction:

MgSO4 + 2NaOH — Mg(OH), + NaySO4 1)

An equal volume of each solution is poured in the corre-
sponding pneumatic aerosolizer (one for MgSO4 solution and the
other for NaOH solution). These devices will be described in Sec-
tion 2.3. In the following, the precursors MgSO4 and NaOH will be
named with letters A and B, while the products C and D represent
the nanosized water-insoluble solid phase made of Mg(OH), NPs
and the water-soluble Na,SO4 salt produced by Eq. (1).

2.2. Characterization techniques

Particle diameters have been determined by dynamic light
scattering (DLS). To this purpose, a Zetasizer Nano ZS (Malvern
Instruments, UK) was used in size measurement mode. A PMMA
cuvette, with suitable flat and smooth walls, was employed as
reservoir for each sample of liquid, approximately 1.2 ml volume.
The optical transparency of the cuvette walls ensures the trans-
mission of the red laser light. Bidistilled water was used as
embedding liquid to adjust the dilution of the sample at 20 °C,
while the values of the refractive index and of the absorption co-
efficient for Mg(OH); were fixed at 1.56 and 0.01, respectively. Six
different measurements allowed to determine the time autocor-
relation function of the scattered light with the purpose of finding
the particle size distribution by intensity as the raw data. The size
distribution by volume and by number were automatically ob-
tained within the instrument software after specific modeling. The
measurements were repeated in case of data instability and a final
data regression allowed obtaining the corresponding representa-
tive curves in scatter graph, subsequently fitted with lognormal
distribution.

A Carl Zeiss AG - SUPRA 40VP (Germany) instrument was
adopted to carry out the field emission scanning electron micro-
scopy (FESEM) analysis of the particles. A sample of the liquid
(20 pl) containing the NPs was deposited on a polymeric filter
(Isopore membrane filter, with 200 nm pore diameter), to deter-
mine the particle morphology. A liquid sample was repeatedly

deposited and further dried for six times, aiming at obtaining
sufficient particle concentration on the substrate. After a final
drying phase lasting 12 h, the filter was located on an aluminum
holder and sputter coated with a graphite film for the purpose of
increasing the electrical conductivity of the sample. FESEM ana-
lyses were carried out with an accelerating voltage of 10 kV and a
maximum magnification of 500000x. The instrument is equipped
with a Pentafet Si(Li) detector for energy dispersive X-ray spec-
troscopy (X-EDS). The EDS spectrum was collected for 60 s with a
primary beam energy of 10 keV and a probe current of 230 pA.

X-ray powder diffraction analysis (XRPD) was carried out by
a vertical diffractometer X'Pert MPD (Philips, Almelo, the
Netherlands), equipped with a Cu tube (K1 wavelength:
0.154 nm). The samples were comminuted in an agate mortar and
the patterns were collected in a 26 range between 10° and 100°,
with a step of 0.001° and measuring time of 50 s per step.
The indexing of the obtained diffraction data was performed in
comparison with literature data.

2.3. Experimental setup

In Fig. 2, two different choices of pneumatic nebulizers, typi-
cally used in medical aerosol therapy are presented. Both of them
operate according to the principle of the Venturi nozzle, in which a
liquid is aspirated and atomized by a depression caused by an
increase of the carrier gas velocity. The left image of Fig. 2 refers to
a DeVilbiss nebulizer of traditional design, with a glass ampoule
having a maximum liquid volume capacity of 5 cm?® and an inner
air orifice of 0.6 mm. A plastic-made nebulizer, as the Updraft
nebulizer visible in the right image of the same figure, offers the
advantage of having an internal chamber that can be inspected,
but after an initial attempt to use it, it was essentially discarded for
safety reasons, due to its imperfect seal, which makes it unsafe in
the case of highly alkaline solutions, whose aerosols may be very
aggressive to the respiratory system. Hence, for the present
experimental campaign, where a NaOH solution is used as pre-
cursor, a glass-made atomizer seemed to be the most preferable
choice, which was adopted in all tests, carried out at room tem-
perature. More sophisticated techniques of aerosols generation
with higher efficiency and narrower droplet size distribution were
proposed in scientific literature [42], but the present choice may

Fig. 2. Images of two different pneumatic nebulizers commercially adopted in
pharmacotherapy: a DeVilbiss glass nebulizer (a) and an Updraft plastic nebulizer (b).
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represent a trade-off between cost-effectiveness and technical
performance.

Upstream of each atomizer, a rotameter and an analogic pres-
sure gauge ensure a suitable air feed control, whose flow rate is
equally distributed between both atomizers to avoid an excess of a
single precursor. This process facet will be thoroughly reconsid-
ered in the following section.

Each atomizer is equipped with a perforated silicone cap with a
glass fitting, which conveys the nebulized stream towards a
condense separator, in order to collect the liquid film resulting
from coalescence of part of the sprayed droplets on the walls of the
pipes. This is an empty, round-end cylindrical glass container with
a volume of 50 cm?®, at the bottom of which a liquid film is
collected to prevent it from reaching the reaction zone. After-
wards, both aerosolized streams enter the reaction zone, where
they are merged together leading to a coalescence between
droplets giving rise to a spontaneous chemical reaction described
by Eq. (1).

This reaction zone has been realized according to three
different plant solutions that have been reported in Fig. 3. The
scheme (a) refers to a cylindrical mixing-reaction chamber of
140 cm® volume. The schemes (b) and (c) refer to a simple “Y” and
“T” shaped connector, where the aerosolized streams are mixed
together, replacing the mixing chamber of scheme (a). Both mixers
and tubes employed in this experimental setup have an inner
diameter of 7 mm. The length of the tube downstream the reaction
zone (0.5 m) is the same for all three cases and is characterized by a
volume of 19.24 cm?. The effects of different connectors which
merge together the aerosolized streams may dramatically influ-
ence the quality of the final product and this aspect will be
reconsidered in the following section. The coalescence between
droplets coming from different streams (and each containing the
respective precursor A and B) produces Mg(OH), NPs as a water-
insoluble product C embedded in a water droplet, containing
also the water-soluble reaction product D.

The stream leaving the reaction zone, carrying both coalesced
and non-coalesced droplets, enters a spray tower of cylindrical
shape from below in a tangential direction to its lateral surface
through a semicircular inflow duct, giving a helical rising

trajectory to the droplets containing the NPs. During their rising
motion, the droplets collide with full-cone liquid sprays of water
produced by four atomizing nozzles located at different heights
along the scrubber axis. The spray cone angle is larger enough to
reach the lateral surface of the separator, thereby producing a
liquid falling film dripping on the tower bottom, where it forms
a liquid layer of constant level, embedding the NPs of the
product C and the dissolved compound D. In turn, this liquid is
sucked out by a peristaltic pump and further transferred to the
four aforementioned nozzles, thus realizing a close circuit of
liquid which is progressively enriched of NPs for growing time.
The two-rollers peristaltic pump (Espango, mod. IPS200) is
equipped with a 24 V/50 W DC motor connected to an adjust-
able power supply, giving a maximum allowed pressure of
200 kPa at the nozzles.

The air stream comes out of the scrubber by flowing through a
special trap of glass beads located at its top and collecting the
droplets that have not been entrapped by the sprays, as a first step
of their abatement.

Subsequently, the air is conveyed to a sequence of bubblers as
traps aiming at capturing the remaining droplets and NPs to avoid
their venting in the atmosphere.

It should be noted that the scrubber does not work only like a
simple droplet/NPs collector. In fact, it has an even more important
function of reaction-quenching as a secondary effect of droplets
dilution in a relatively large mass of liquid. During the working
cycle, an aliquot of liquid can be spilled from the bottom of the
scrubber to perform the necessary analysis and characterization of
the NPs. The overall layout of the setup is reported in Fig. 4.

3. Results and Discussion

The aforementioned experimental setup operates in a contin-
uous mode as far as the droplet reactor is concerned, owing to its
intrinsic configuration, typical of an open system. However, the
atomizers operate in batch mode, as they stop functioning when
the liquid contained in them has been totally aerosolized. In fact,
the atomizers may hold a limited liquid volume, as indicated in
Subsection 2.3, and this constraint makes it necessary to stop the
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unit running to refill them. In Fig. 5(a), a scatter plot of the aero-
solized mass versus the inlet air pressure is reported for a single
nebulizer. As expected, irrespective of precursor species, the mass
of droplets conveyed in the air stream is proportional to the inlet
pressure p, but a threshold value pg = 40 kPa exists, below which
the device runs irregularly with fluctuations in droplets genera-
tion, as it operates in conditions far from its nominal settings. On
the other hand, high values of inlet pressure are not beneficial, as
they imply a growing air flow rate which may reduce the efficiency
of the scrubber with an unwanted product loss. For the
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aforementioned reasons, all experiments were carried out at an
inlet pressure of 40 kPa for each aerosolizer. In Fig. 5(b), the inlet
gas flow rate is plotted versus the inlet gas pressure. The data are
the same for both aerosolizers. Analogous trend has been found in
the paper of Li et al. [43], where a linear trend between these
variables has been reported for air-blast nebulizers.

The process here adopted is based on an operating principle
analogous to that typical of the well-known reverse micelle
method for the synthesis of nanoparticles in liquid micro-
emulsions. In fact, both techniques rely upon the effect of a
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Fig. 5. (a) Plot of the aerosolized mass flow rate versus air feed pressure of each aerosolizer. Solid squares and asterisks refer to 0.2 mol-L~' NaOH and 0.1 mol-L~! MgS0,
solutions. (b) Plot of volumetric inlet gas flow rate versus air feed pressure for each aerosolizer. The data of plot (b) are independent of precursor species or concentration.
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reaction confinement in limited volumes, just acting as single
isolated microreactors, embedding the NPs during their chemical
synthesis occurring by droplet coalescence. Several studies have
been proposed for modelling reaction kinetics by microemulsions
in batch processes. Ramesh Kumar et al. [44] proposed an
analytical method describing the time trend of micelle diameters
by means of a set of population balance equations [45], under the
assumption of instantaneous chemical kinetics and Brownian
regime of micelle collision. Other authors [46] modelled particle
growth under the assumption of a diffusion-limited process by
which the reactants are fed to the micelles embedding the growing
NPs. Monte Carlo models [47] with their variants [48] represent an
alternative to the aforementioned analytical approaches and they
allow overcoming some computational difficulties typical of a
continuum scheme [49], at a price of an extended computation
time.

Despite the outlined similarity between microemulsion
methods and the present technique in terms of reaction volume
confinement, it is worth highlighting some peculiar aspects in
which the two methods differ in substance, namely:

- Inreverse micelle methods, a NPs synthesis occurs by chemical
reaction between precursors contained in droplets embedded
in a liquid phase. Here, instead, the NPs synthesis is carried out
by chemical reaction between precursors contained in droplets
embedded in a gaseous phase.
Surfactants and/or capping agents are constantly present in
reverse micelle methods [50] and they allow the stability of
emulsions before mixing [51]. However, the separation of the
as-formed NPs from the stabilizing agents is not a simple task,
often needing complex and expensive unit operations
following the synthesis stage, usually requiring the use of
noxious solvents endangering the eco-friendliness of the global
process.

- A NP chemical synthesis by the reverse micelles technique
generally takes place in a closed system, namely in a batch
chemical reactor. This is confirmed by all the previously
quoted studies here reported as examples of microemulsion
NPs synthesis. On the other hand, theoretical and experi-
mental investigations about kinetics of NPs formation by
reverse micelles in open systems are quite uncommon,
probably owing to intrinsic difficulties related both to math-
ematical modelling and to satisfactory process control. Of
course, droplet-based microreactors for nanomaterial pro-
duction in liquid phases are well known and may operate both
in batch and in a steady-state regime, but they need a very
accurate tuning of the microfluidic conditions for a single
droplet manipulation and an accurate choice of micro-
channels materials ensuring tailored physicochemical char-
acteristics like wettability. The reader is addressed to the
recent paper by Liu et al. [52] representing an excellent review
on this topic.

3.1. Some considerations about different reaction schemes

In case of reactions carried out in open systems where aero-
solized droplets spontaneously react by coalescence, as for the
schemes reported in Fig. 3, an important descriptor is the resi-
dence time distribution (RTD) function of droplets containing the
precursors. In order to better understand the effect of different
configurations of mixing and reaction zones, it is worth recalling
some theoretical aspects pertaining to the RTD of ideal reactors,
like the continuous stirred tank (CSTR) and the plug flow reactor
(PFR). For a CSTR, the well-known RTD expression assumes the
form:

f(t) = %e*f/“ 2)

where 711 is the average residence time in the tank. Eq. (2) repre-
sents the typical “broad” configuration of RTD, as all residence
times are allowed in the range (0, +), though with monotonically
decreasing probability.

For a PFR, the situation is completely opposite to the previous
one, as the relevant RTD can be written as:

fiy=0(t—73) (3)

where §(t—73) is the Dirac delta function centered in the corre-
sponding PFR average residence time 73. Hence, Eq. (3) is the
“narrowest” possible RTD for a chemical reactor, where only one
residence time is allowed.

Applying the above considerations to the cases considered in
the present study, one can observe that the scheme reported in
Fig. 3(a) consists of a mixing-reaction zone acting as a CSTR, fol-
lowed by a tubular duct where the droplets carrying the precursors
continue to mix and react together like in a PFR. For these reasons,
the resulting RTD ideally consistent with the scheme of Fig. 3(a) is
that typical of a CSTR and PFR in series, that is:

1 _t=m
Ao=|n® " T (4)
- (f) =

0 t<7y

where 71 and 7, are the residence times of the aerosol droplets in
the mixing-reaction chamber and in the downstream tube,
respectively.

The RTDs for the schemes of Y- and T-shaped reactors of
Fig. 3(b) and (c) are equal and they are those reported in Eq. (3),
namely:

Joc(t)=0(t—73) (5)

The total average residence times 7, and 7 ¢ for all the schemes
reported in Fig. 3 can be deduced from Eqgs. (4) and (5), namely:

e r’ tha(tdt =11 + 1 (6)
JO
o= j: fyc(t)dt = 7 (7)

Finally, the variances of the corresponding RTD can be deter-
mined according to the following expressions:

© 0 t—1,
|, e nihoa 2] et Ta-d @
alz),c: J: (t77‘2)26(t*72) dt=0 (9)

The results of the aforementioned considerations have been
summarized in Table 1.

When both aerosolizers operate at an inlet pressure of 40 kPa,
the gas flow rate at the exit of each aerosolizer, under the effect of
head losses due to the downstream scrubber, is 5.6 L-min . Under
this operative condition, 71 =0.75 s and 7 = 0.103 s.

As anticipated in the previous section, in a first experimental
campaign, the mixing between the two aerosolized streams, each
containing the precursors A and B, has been realized in a mixing-
reaction chamber, as depicted in the panel (a) of Fig. 3. However, in
accordance with the above presented theoretical insights, the
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Table 1

Statistical properties of RTD according to the different mixing-reaction configurations described in Fig. 3.

Mixing-reaction configuration of Fig. 3

Average residence time (ideal case) Variance (ideal case)

Case (a): Mixing chamber + downstream tube (CSTR + PFR)
Case (b): Y-shaped mixer + downstream tube (PFR)
Case (c): T-shaped mixer + downstream tube (PFR)

=N

T1+ T2
T2
72

o O

particles of product C obtained with this solution had average
diameters >100 nm, namely no longer classifiable as NPs accord-
ing to the standards adopted by the scientific community [53]. For
this reason, the mixing/reaction configuration of Fig. 3(a) has been
discarded and the results reported in the following will refer only
to the schemes (b) and (c) of Fig. 3, corresponding, under an ideal
case of modelling, to a shorter residence time and null variance, as
reported in Table 1. Admittedly, an increase in average and
dispersion of RTD in the reaction zone did not prove to be bene-
ficial, probably owing to a combination of different effects,
namely:

- In the mixing chamber, acting as a CSTR, the streams do not
enter in a premixed state, while they enter premixed into the
pipe downstream the T- or Y-shaped mixers. This fact
motivates, at least qualitatively, a higher probability of
homogeneous coalescence, namely a coalescence between
droplets belonging to the same stream and containing the same
precursor, in the former case.

- Higher 7 and ¢ values, in case of a non-premixed CSTR, may
increase the probability of homogeneous coalescence. This
phenomenon leads to the formation of droplets of larger

A+B—> @

{

(a)

{

@ 66
@ 6

Homogeneous
coalescence

(b)

diameters, whose further heterogeneous coalescence (between
droplets with different precursors) triggers the formation of
larger particles of the product C.

- Analogously, higher 7 and ¢? values, in case of a non-premixed
CSTR, may enhance the probability of coalescence between
droplets where the precursors have already reacted, namely
already containing NPs of C, thus increasing the probability of
aggregation between NPs of the product C.

These unwanted side-effects are visually represented in the
upper panel (a) of Fig. 6. A homogeneous coalescence, statis-
tically more probable in the mixing chamber of Fig. 3(a), acting
as a CSTR, may result in larger reaction volumes, with forma-
tion of many nucleation seeds inside coalesced droplets,
eventually giving particles of bigger diameter by aggregation.
Globally, the reaction scheme of Fig. 3(a) relies upon mecha-
nisms described both in the upper (a) and in the lower (b) panel
of Fig. 6, while the reaction scheme of Fig. 3(b) and (c) are
preferentially based on mechanism described in the lower
panel (b) of Fig. 6.

As further consideration, it has been observed that that the
coalescence between droplets coming from the same nebulizer,
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Fig. 6. Scheme of two different synthesis mechanisms. The upper panel (a) represents a reaction by heterogeneous coalescence following homogeneous coalescence, while the
lower panel (b) represents a reaction resulting solely from heterogeneous coalescence not preceded by homogeneous coalescence.



A.P. Reverberi et al. / Chinese Journal of Chemical Engineering 94 (2026) 268—279 275

namely between droplets containing the same precursor, may also
occur upstream the reaction zone. For this reason, the volume of
condense separators, reaction zone and pipes have been kept at
the minimum possible.

3.2. Some considerations about regimes downstream the mixing
zone in case of T- and Y- shaped mixers

Air-blast nebulizers, including the DeVilbiss glass type
adopted in this study, represent the most traditional devices
used in pharmacotherapy. According to Chen et al. [54], these
aerosolizers produce droplets having diameters dp in a range
1—10 pm, with standard deviation of 1.4—2.5 um. In the absence
of specific measurements concerning the diameters of the
aerosolized droplets, these diameters values have been adopted
to calculate the range of variability of the following dimen-
sionless numbers characterizing the regime of the mixed aerosol
streams, in order to motivate the phenomena of droplet coag-
ulation, Mg(OH); nucleation and aggregation following
coalescence.

The measured gas flow rate Q downstream the T- or Y- shaped
mixers for an inlet nebulizer pressure of 40 kPa was
1.866 x 10~4m?>.s~! for all experimental runs. This gas flow rate is
significantly higher than twice the value measured at the nebu-
lisers inlet, due to the variation in the specific volume of the gas
upstream and downstream of the nebulisers.

The gas-phase Reynolds number (Re) is defined as:

2
Re— Qpg
Tau

(10)

where pg, 1, and a are the density of the gas, its viscosity and the
radius of the tube downstream the mixers. The calculated value
Re = 2255 for all experiments after mixing the two aerosolized
phases, indicates the onset of incipient turbulence.
The Knudsen number (Kn) is defined as:
22

Kn:% (11)

where 1 is the mean free path in air, assumed here to be
A =6.54 x 10°8 m [55].
The Stokes number (Stk) is defined as [56]:

CCppdl%Q

Stk =
¢ 18mua3

(12)

where pp, = 1015 kg-m~3 is the droplet density, here assumed as an
average between the density values corresponding to the different
concentration of precursors, whose values do not significantly
affect the density of the droplet. C. is the Cunningham correction
factor to the Stokes—Einstein diffusivity, depending on Kn ac-
cording to Heim et al. [57]:

Ce(Kn)=1+Kn|1.257 + 0.4 exp (%)] (13)

Davies [58] pointed out that the aforementioned expression is
valid provided Kn < 15. The present experiments satisfy this
constraint.

The Péclet number (Pe) can be written as:

I
Pe=Re — 14
D (14)

D, the particle diffusion coefficient, assumes the form:

Table 2
Calculated values for Kn, Stk and Pe according to the variability range of diameters
typical of an air-blast nebulizer as the one adopted in the present study.

Dimensionless number Particle diameter/m

1x107° 1x10°¢
Kn 1.308 x 102 1.308 x 107!
Stk 0.438 5.02 x 103
Pe 1.413 x 10'° 1.23 x 10°
- kBTCC (15)

where kg is the Boltzmann constant and T is the temperature.
The values of the aforementioned dimensionless numbers, for
the reference droplet diameter range, excluding Re, are reported
in Table 2. The values of Kn<1 are consistent with a
hydrodynamic regime, where the gas can be considered as
a continuum [59], bordering a transition regime for 0.1<Kn<10
[60].

The Stk range, at least for its highest values close to the unity, is
consistent with the onset of coalescence following the merging
between aerosolized streams, owing to inertial effects. Addition-
ally, it can explain a non-negligible probability of droplet collisions
against the tube walls.

The values of the Péclet number, namely Pe>1, suggest that
molecular diffusion is negligible, the coagulation is bulk-driven
and the tube downstream the mixers, irrespective of their type,
can be considered as an ideal PFR, thus motivating the reasoning
behind Table 1.

In NPs synthesis according to the scheme described by Eq. (1),
a matching between the residence time and the kinetics of su-
persaturation following coalescence is a basic aspect deter-
mining the characteristics of Mg(OH); NPs [61]. On that note,
according to Yuan et al., [62], supersaturation S can be defined as
follows:

Cugz* Con- — Keg

5= Keq

(16)

where C; is the molar concentration of the i-th ion and Keq is the
equilibrium constant for the formation of Mg(OH), which, at
T=298 K, is Keq = 5.61 x 10712, as reported by the aforementioned
authors. The induction time tjnq, namely the time between the
onset of supersaturation and the formation of a new solid phase,
depends on S according to the following expression:

2
In(tjng) =A+B- (ﬁ) (17)

The coefficients A and B for Eq. (1) at T = 298 K can be obtained
by regression from the experimental work of Yuan et al. [62], thus
allowing one to estimate the induction time at a temperature
slightly higher than that typical of the present experiments
(T = 293 K). The obtained values are as follows:

tind (Cmg = 0.1 mol-L™Y; Cop- = 0.2 mol-L™!) = 0.081 s; ting
(Cmg = 0.2; Cog- = 0.4) = 0.073 s.

Taking into account that B is a decreasing function of T, these
values represent an underestimate of tj,g at T = 293 K.

Remembering that the residence time 7, = 0.103 s in the tube
downstream the mixers is 75>tinq at all concentration values here
adopted, one can conclude that the fluid dynamic conditions allow
the necessary time for the kinetics of NP synthesis form primary
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Fig. 7. Plots of particle diameter distribution functions by number for MgSO4/NaOH concentrations of 0.1/0.2 mol-L~! (a), (b) and 0.2/0.4 mol-L~" (c), (d). Solid curves are

lognormal interpolation plots.

particles, whose characterisation is described in the following
chapter.

3.3. NPs characterisation

In Fig. 7, the distribution functions of particle diameters by
number have been reported for Y-shaped and T-shaped mixers and
for two different concentrations of precursors, namely 0.1/
0.2 mol-L~! and 0.2/0.4 mol-L~! for MgSO4/NaOH, respectively.
The average NPs diameters are in a range of 29—62 nm, while the
peak values belong to a range of 27—58 nm. The relevant statistical
data pertaining to each case have been reported in Table 3.

The influence of a mixer-reactor angle, which is almost negli-
gible at low concentrations of precursors, becomes appreciable at
higher concentration of reagents. As expected, whatever the type
of mixer, a higher concentration of precursors tends to increase,
though moderately, the average NPs diameters. An analogous
result has been generally observed in NPs synthesis carried out by

Table 3

wet chemical bottom-up processes. In this context, Choi and Tae
[63] synthesized Pt NPs in mixed solvents by photoreduction of a
Pt precursor by means of ultraviolet irradiation using Pt salts at
various concentrations. As in the present study, the NPs so pre-
pared had diameters growing for increasing concentration of the
precursor. These results are not only limited to NPs made of zer-
ovalent metals, but they have been likewise reported in other in-
vestigations pertaining to the synthesis of nanostructured
inorganic compounds used in optoelectronics, theranostics and
catalysis. Examples can be found in many experimental studies
concerning the formation of oxide- [64] and sulfide-based NPs
[65]. Similarly, Malinowska et al. [66] observed an increase of
CoFe,;04 NPs diameters for growing concentration of the metallic
precursor.

In Fig. 8, single and agglomerated Mg(OH), NPs are visible at
500000x magnification. The measured diameters of the relevant
primary particles, taken as samples in the visual field, are in the
range 17—41 nm and 31-71 nm for MgSO4/NaOH precursor

Statistical properties of Mg(OH), NPs diameters according to the distribution curves depicted in Fig. 7.

Precursor concentration, MgS0O4/NaOH/mol-L~!

Mixer configuration

Average NP diameter/nm Peak value

0.1/0.2 Y-shaped 29.8 33.1
0.1/0.2 T-shaped 31.5 27.5
0.2/0.4 Y-shaped 393 39.8
0.2/0.4 T-shaped 61.2 57.5
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Fig. 8. FESEM images of a Mg(OH), NPs obtained with a MgSO,4/NaOH concentration of 0.1/0.2 mol-L~" (a), (b) and 0.2/0.4 mol-L~" (c), (d). (a) and (c) refer to a Y-shaped mixer,

while (b) and (d) refer to a T-shaped mixer.

concentration of 0.1/0.2 and 0.2/0.4 mol-L~!, respectively. These
results are fully consistent with the findings obtained by DLS
statistical data.

An X-EDS microanalysis of the nanosized solid synthesized
according to the experimental conditions of Fig. 8(d) has been
carried out to ascertain the presence of Mg(OH), in the NPs. The
results are visible in Fig. 9. The oxygen peak does not match the
stoichiometry of Mg(OH), composition owing to the interference
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Fig. 9. X-ray compositional spectrum of Mg(OH), NPs.

of the polymeric substrate, whose oxygen content overlaps to the
fraction contained in Mg(OH)s.

In Fig. 10, the XRPD plot of the synthesized Mg(OH), NPs has
been reported for MgSO4/NaOH concentrations of 0.1/0.2 mol-L™,
using a Y-shape mixer. The trend is consistent with a high purity
product, as no significant spurious peak has been detected.

Finally, looking ahead to a future scale-up of the plant, one can
draw some considerations regarding the total energy dissipated
for the synthesis of the final product according to the following
data.

- Experimentally, the power required for the operation of the
two pneumatic nebulisers at a minimum inlet pressure of
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Fig. 10. XRPD spectrum of Mg(OH), NPs.
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40 kPa is approximately equal to 12 W, adopting a membrane
air compressor. The power required by the peristaltic pump to
operate the four nozzles of the spray tower was measured at
approximately 30 W.

- The average energy demand for anhydrous MgSO4 and NaOH
production have been estimated at 54 and 5.7 MJ-kg™ ',
respectively, using literature data [67].

- The reagent mass loss in pipes and condense separators has
been limited to a range of 15% to 30% of the total nebulized
mass. This result has been obtained by minimizing the pipe
lengths downstream the nebulisers. This result represents a
step forward compared to a previous study based on the use of
ultrasonic atomisers [29].

- Considering the reagent flow rate reported in Fig. 5, assuming a
concentration of 0.2/0.4 mol-L~! for MgSO4/NaOH precursors
from the data of Table 3, one can deduce a final Mg(OH); NPs
energy processing cost in the range 4090—4965 MJ-kg~ . These
values are higher than required for producing CaCOs NPs by
ultrasonic nebulization [29], but they are lower than required
for TiO, synthesis methods by thermal plasma or flame spray
pyrolysis [68]. In the present case, the energy costs of the re-
agents are almost negligible compared to the processing energy
costs.

4. Conclusions

An experimental study where inorganic nanoparticles are
synthesized by chemical reaction mediated by coalescence of
droplets containing precursors dispersed in two different aero-
solized phases is proposed. The most important results can be
summarized in the following points:

- A solid nanostructured phase is obtained with a simple appa-
ratus where a chemical reaction between precursors occurs
spontaneously at room temperature, namely without the need
for external energy contributions of electric, mechanic of
thermal origin. The only energy contributions stem from the
power required by pneumatic nebulization and by the recir-
culation of the liquid collecting the NPs. For these reasons, the
process meets the paradigms of sustainability, energy saving
and environmental soundness. Namely, the ISD principles of
substitution, attenuation and simplification are fulfilled with
respect to the use of friendly reagents, mild operative condi-
tions and in series NPs collection by cyclone spray tower, pre-
venting the release of nanomaterials into the environment and
the connected environmental and health exposure risk.

- The here presented technique can be advantageously extended
to the production of nanosized powders of thermolabile
organic or inorganic compounds, strictly requiring low oper-
ating temperatures during the synthesis process. For this
reason, this method may have promising uses in pharmaceu-
tical industry or in fine nanochemicals manufacturing. Addi-
tionally, the final product has been obtained in pure form,
namely without the need for a capping agent or surfactant that,
for some end-uses, represents an unwanted by-product in the
as-produced NPs.

- Except for the atomizers, currently requiring some structural
adjustments, the rest of the units may operate in a continuous
mode, with undoubted advantages in view of a process
upsizing.

- The process architecture allows a satisfactory level of safety for
the operators, which are adequately protected against acci-
dental NPs releases in the atmosphere and in the working
environment.

In perspective, future development and improvement of the
outlined process will focus on the use of different techniques for
precursor atomization, with a view to minimizing the air flow
requested by the plant with a consequent reduction of the
scrubber volume for better and safer management of the unit
operations downstream the reaction zone, according to the
intensification guideword of inherent safety.
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